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., PRODUCT BULLETIH K-SPRAY BUllETIN NO: J-5506 

DRYWALL ACCESSORY CEILING TEXTURE DATE: 2-12-74 
PRODUCTS TEST BATCH PAGE: 1 of 1 

" 

APPROVAlS: PRODUCING PIA!fT CANCELS: 
Seattle & Santa Ana DATE: 

BULLEr IN DESCRIPTION % POUNDS GALLO::s 

1.1.2 Talc J0,01 600 
. I 165 GroUll.d Raw G:rpaum 30.01 600 

446 Titanium Pigment 2.50 50 

056_ Wve~el Clav 2.50 50 

OJ.O Asbestos 7-D-1 5.01 100 

187 Clay __ H,ydri te MP 15 01 100 

441 Clay Sno Cal 50 10.01 ?(l{) 

154 Bone Glue .50 10 

084 Casein 1.00 20 

025 Ammonium Oxalate 20 I. 

026 Ammonium Penta Borate .25 5 

506 Zinc 6xide .05 1 

216 Hydrated Lillie .05 1 I 
245 Thickener M/C 228 .30 6 

074 Burnt Umber -- 2 ounces 

453 Preservative D<>w 75 10 2 

321. e te 2.50 50 

282 Od1>r l.laok 2 

'I'O'I'AT . 100.00 1qqQ_?f, . 
MANJ!F.WI!JRING INSTffiJQTiciNS: 56 bags 

1. See Proceao Bulletin No. J-4. 
2, Dry blend fer a minimum of 20 minutes. 
3. Package 32 lbs. minimum per bag. 

l CfMIJTJ CDm'ROL: 

TM-lB Vioceaity, cc per 100 gm to give 185 to 210 cc 
6" diBIIeter patty 

TM-3A Bond Equal te Standard i 
! -, 

--

KG2001239 



To 
AT 

COPJQ TO 

SUBJECT 

KAISER GYPSUM COMPANY, INC. 

G. A. Benedict 
Delanco 

INTER-OFFICE MEMORANDUM 

D•T• February 25, 1974 

FRoM W. L. McKinnon (\}v; t. ')? \. 
AT Antioch R & D cfl' 

BULLETIN B-40A 

Attached are xerox copies of Bulletin B-40A for ±" Moisture Guard 

Type X. 

WIM/sc 

KG2001240 


